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TEST REPORT

Date : 03.02.2023 ULR No. : TC701623000000987
Report No. KDMTL/2301280001

Material A : 20MM Gl PIPE-200MM

Letter Ref. No. i BH-02-URC-MEP-LTR-00007 Dated: 27.01.2023

Date of Sample Receiving i 20.01,2023

Date of Sample Testing : 02.02.2023

w1, —— %
Ref 2 . LOA Acceplance Leller. URC/MPMRCL-Bliupal/2021-2022/001 Dated:

15.11,2021

Contract No.

Chemical Properties

Sr.No. Test Parameter Unit Test Method Test Result Requirement
1 Mass of Zinc Coating g/m2 IS 6745 : 1972

Notes: :
1. Results relate only to the sample(s) under test in as received condition and applicable parameter(s).
2. This test report shall not be reproduced wholly or in part and can not be used as and evidence in the court of law without written approval of M/s Krishna
Digital Material Testing Laboratory, Bhopal,
3. The sample will be stored upto three month from the date of issue of test report unless otherwise specified.
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TEST REPORT

TC-7016

Date . i 03.02.2023 ULR No. i TC701623000000988
Report No. ¢ KDMTL/2301280002

Name & Address of Customer :

Material i 25MM Gl Bend-200MM
| Letter Ref. No. ¢ BH-02-URC-MEP-LTR-00007  Dated: 27.01.2023
Date of Sample Receiving i 28.01.2023
Date of Sample Testing : 02.02.2023
Ref. 1 .
Ref. 2 ’ . LOA Acceptance Letter: URC Bhopal/2021-2022/001 Dated:

15.11.2021

Contract No. :

Chemical Properties

Sr.No. Test Parameter Unit Test Method Test Result Requirement
1 Mass of Zinc Coating a/m2 IS 6745 : 1972

Notes:
1. Results relate only to the sample(s) under test in as received condition and applicable parameter(s).
2. This test report shall not be reproduced wholly or in part and can not be used as and evidence in the court of law without written approval of M/s Krishna
Digital Material Testing Laboratory, Bhopal. .
3. The sample will be stored upto three month from the date of issue of test report unless otherwise specified.
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