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S5MSF3.10.1 TEST REPOAT NUMBER:  231204137-03 ULR MUMBER : TCT270023000110E9F
CUSTOMER DETAILS SAMPLE DETAILS
STEEL KRAFTS 108 REGISTRATION NO. 2325652
@.T. ROAD, PANIPAT, Panipat, Haryana, 132103 DATE OF RECEIFT 03-12-2023
DATE OF ISSUE 10-12-2023
PHORE: O
EMARL » - DESCRIPTION-
CABLE TRAY SAMPLE , 150x50x2rmm Perfarated Tray, Mot Dip
Galvanlsed
Test Report

Sample ID : 231204137 Performance Date: 09-12-2023

Test Method: 15 6745-1572 : Mass of Zinc Coating
15 2633-1986 : Unifermity-of Zinc Coating
IS 2629-15885 : Adhesian of Zinc Coating

Discipline: Chemical Group: Metallic coatings & treatment solutions

5.No, Test Parameter Observations
1 |Mass of Zinc Coating ; g/fm” 1593.410 g/m’
2 |Uniformity of Zinc Coating Satisfactory
3 |Adhesionof Zinc Coating Satisfactory

Note: The observations pertain only to the tested somple(s), not to its replicote or botch,
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Tarms & Copditions:

1. Tha sampla datcrptian (s niot warified in all ceses and is given "2s cescribed by customen™ Samphes ars not draan by s,
2, Tutsl Eabity of our wark is limted b the inveice amaunt and no labiley will be accepted afer the sample s retuermed.
3. Sample will be dispased off after 30 days and any claim, thereaftes, will not be valid

4, Thi result Histed sefers orily 1o the tested samoles and applizabie parameters, not to thet replicates or bakeh,




