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SSIMSF/S.10. | TEST REPORT NUMBER:  231204135-06 ULR NUMBER : TC727002300011087F
CUSTOMER DETAILS SAMPLE DETAILS
STEEL KRAFTS JOB REGISTRATION NO. 23256491
GT. RDAD, PANIPAT, Paripat, Haryana, 132103 DATE OF RECEIPT 08-12-2023
DATE OF ISSUE 10-12-2023
PHONE : O
EMAIL : - DESCRIPTION-
CABLE TRAY SAMPLE |, 150x50x2mm Perforated Tray, Pre
Galvanased
Test Repaort
Sample ID : 231204136 Performance Date: 08-12-2023

Test Method: 1S 1608{Pt-1}:2022 - Tensile Test

Discipline: Mechanical  Group: Mechanical Properties of Metals

S.No, Test Parameter Observations
1 |Tensile Strength (UTS);MPa p _ 374 MPa
2 |Yieid 5tress (YS);MFPa 288 MPa
3 |Elangation; % 31.0%

Note: The observations pertain only to the tested sample(s), not to its replicate or batch.
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Tested by: Autharized Sighdtory

Terme & Copditions:

t:The sample doscripbon: Is mot werfied in 28 coses and is pwven 6 Seicribed by costomes® Samples e nol diawn by s,
1, Total bbbty of auewark 15 imitad 101he ivoicp amout a0 no Sabdity will he arcepted akter the sample b returned,
1.5emple wil be disoosed off afver 30 deys

4. The res liztad reforsanly to the tested camoley e spplicahls paramebars




