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S5/MEFAS. 0L
TEST REPORT NUMBER: 231204139011
CUSTOMER DETAILS SAMPLE DETAILS
STEEL KRAFTS JOB REGISTRATION NO. 2325692
G.T. ROAD, PANIPAT, Panipat, Heryana, 132103 DATE OF RECEIPT D4-12-2023
DATE OF ISSUE - 10-13-2023
PHONE:0
EMAIL: ~ DESCRIPTION-
CABLE TRAY SAMPLE , 300x150x2mm Ladder Tray, Hot Dip
Galvanised
Program | Fe-10-F Performance Date ; 06-12-2023
Comments | FelACS Performance Time : 158:13:06

Sample ID : 231204138
Discipline. : Chemical  Group :Metals & Alloys

Element Observation (%) Test Method

lran 83 59 JIS G 1253-2002 (Amd-1:2013)
Molybdenum =0.0004 NS G 1253-2002 (Amd-1:2013)
\Vanadium 0.0008 JIS G 1253-2002 (Amd-1:2013)
Cobalt 0.0006 JI5 G 12552002 (Amd-1:2013}
Tim =D.0002 JIS G 1253-2002 (Amd-1:2013)
HNiabium <0 0005 JIS G 1253-2002 (Amd-1:2013)
Antimony 0.001 JIS G 1253-2002 (Amd-1:2013)
Boron 0.0001 JIS & 1253-2002 (Amd-1-2013)
Zirconium <0.0010 JIS G 1253-2002 (Amd-1:2013)
Tungsten =0,005 JIS G 1253-2002 (Amd-1:2013)
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Terms & itinms:

1 The mmple descipmion i aet vecfti=d in afl cises and = pine " deicribod By SURDMeTE Safrglns are nok drawn by Ui
2 Tadal abiRty of cur warkis lrmited to the imiics amount and nia liskility wh be sceepher afes the sample i retiirved.
3.Sample will b diposed alf after 10 days

i Tha rvivit etied rafars only b the beibed samptes and appiicable pammeers,




