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SSMEFEI0T yost Report No ¢ 231204139-02 ULRNO :  TC727002300011084F
CUSTOMER DETAILS | SAMPLE DETAILS
JOB REGISTRATION NO. 2325802
STEEL KRAFTS DATE OF RECEIPT 04-13-2023
G.T ROAD, PANIPAT, HARYANA - 132103 DATE OF ISSUE 10-12-2023 N
PHONE : O DESCRIPTION -
EMAIL : — CABLE TRAY SAMPLE , 300x150x2mm Ladder Tray,
Hot Dip Galvanised
Test Report Page 01 of 01
Sample 1D 1 231204139 Fog Coliection: 1102 mihr
Test Method : ASTM B 117:2019 PH : 65072
Test Duration : 66 hours NaCl Solution : 50 + 10 grams / liter
Temperature : 35°C +2°C {min_assay 99.9%:; <0.1% impurities)
Start Date : [(5-12-2023 End Diata : 00-12-2023
Observations-

| Discipline: Cherical ; Group: Corrosion Taste

S.No. Time interval Observations

After 24 hours | No signs of carrosion wera observed on the surface of the sample.

After 48 hours | No signs of cormosion wers abserved on the surface of the sample.
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3 After 72 hours | No signs of comosion were obsarved an the surface of the sample.
el After 96 hours | Mo signe of mrro#ién were obsarved an the surfzes of tha sample.
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Note: Dbservalion pertaing only ko the samples lested not to its replicates or i batch. Authorized Signatory

Terms & Conditions:
|, Tha sample descrpion is not waried o 2l oases and iz given A deeaibed by costomen” Samigies s not dhawn by us.
2. Todal lakitity of our wark is limised (o the iwmica ampunt and ne Eatility will be anapted ofter e sampls & refumad,
3, Sample will b2 nsposed of afier S0 deys:
4, Tr resull disted refurs apdy 15 the legleg samples and sppiicabls parameden:




